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INVESTIGATION OF SOME MAGNETIC PROPERTIES OF Fe-A1 ALLOYS 

V. V. Zubovl 

ABSTRACT 

This work presents the results of a comprehensive 
\a274 

investigation of the magnetic quantities Is, H,,%o and A, 

in quenched and annealed alloys containing from 7.1to 32.2 

atomic percent of Al. The analysis of the results based on 

theory (refs. 1, 2 and 3) is presented. In addition, a 

qualitative evaluation is made of the internal stresses and 

the parameter "p" which is contained in the Kondorskiy- 

Kersten relationship for H,. 

Samples, Heat Treatment, and Methods of Taking Measurements 

The samples were prepared from Armco iron and electrolytic aluminum "00". 

The saturation intensity of magnetization Is, the coersive force H, and the 

saturation magnetostriction As were measured by using rod samples (1 = 160 - 
170 mm, $ =  4 mm), while the initialpermeabilityXO was measured by using tor- 

roids (dl = 25 mm, d2 = 20 mm, & =  10 mm) . After preparation, the samples were 

%umbers given in the margin indicate the pagination in the original foreign 

text. 
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annealed i n  rough exhaust a t  t = 900°C f o r  a period of 10 hours and were cooled, 

together with the furnace. 

mates F e e l ,  were p a r t i a l l y  homogenized and assumed the ordered s ta te .  

second heat treatment consisted of annealing the samples f o r  a period of 1 hour 

a t  t = gOOOC, cooling w i t h  the furnace t o  800oc and quenching i n  water. hs was 

measured by means of wire s t r a in  gages ( r e f .  k ) ,  while Is, Hc and X0 were meas- 

ured by the b a l l i s t i c  method. 

cent. 

A s  a resul t  the al loys,  whose composition approxi- 

The 

The relat ive measurement error  was 3 t o  4 per- 

Results of Measurements and Discussion 

According t o  Becker ( r e f .  2), when we have an isotropic dis t r ibut ion of 

in te rna l  s t resses ,  the following condition i s  sa t i s f i ed  i n  the material: 

When the fluctuations of the internal s t resses  Aoi are  of the same order 

as ai, then according t o  Kondorskiy-Kersten ( re fs .  3 and 4) 

h a ,  . n , = p  -.  
1, 

Eliminating ai, we have 

2 f  P -s # 
if, =- 

9 %a 

where the parameter "p" may not be greater than 3/2 oersted./gauss. 

Relationships (1) and (3) were used to evaluate the internal  s t resses  and 

t o  determine the parameter "p". 
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F i r s t  we consider hs ,  Hc and Is as a function of the percentage of A 1  and /4 
of the heat treatment. In annealed alloys with compositions approximating 

Fe 1, H, and hs are  about twice as  large as i n  quenched samples ( f ig s .  1 and 2) .  9 

' 1  

Figure 1 

0 = quenching 
o = annealing 

Figure 2 

The variation i n  Is of the alloys with d i f fe ren t  heat treatment i s  rather  insig-  

nif icant ,  and only f o r  Fe A 1  does annealing increase Is by > percent ( re f .  5 ) .  

The f a c t  t ha t  i n  a l l  quenched alloys Hc i s  smaller than i n  annealed samples i s  

apparently explained by the decrease in  noi. The a l loy  containing a.6 atomic 

percent A 1  has the maximum Hc. 

the most heterogeneous s t ructure  with two phases present: 

This i s  also confirmed by the variation i n  %o (percent A l ) ,  which has a minimum 

value f o r  the al loy of t h i s  composition ( f ig .  3). 

3 

According t o  references 6 and 7, it contains 

a- Fe and F e 9 1 .  

For alloys containing l e s s  

than 20.6 atomic percent Al, quenching leads t o  a decrease i n  the  value of x0, 

while f o r  alloys approximating F e 9 1 i n  composition, it produces an increase i n  

the value of Xo,  although i n  t h i s  case there i s  a s l i gh t  increase i n  cri. 

Since Is varies l i t t l e  with various heat treatments, it follows from (1) 

tha t  the decrease i n  hs during the quenching of these al loys i s  more pronounced 
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than the increase i n  ai. 

t ions  a t  t = -196oc, when the difference i n  the values of X o  fo r  quenched and 

annealed alloys increases. We note tha t  

t h i s  i s  va l id  for temperatures when the process f o r  the ordered d is t r ibu t ion  of 

A 1  and Fe atoms i s  pract ical ly  absent. 

This i s  confirmed by the r e su l t s  of similar investiga- 

The same i s  observed f o r  hs ( r e f .  5 ) .  

A s  was t o  be expected, the evaluation of ai on the basis  of (1) shows tha t  

i n  quenched alloys they a re  greater than i n  annealed alloys ( f ig .  4). 

-. . 

Figure 3 Figure 4 

e = quenching 
O =  annealing 

O f  greatest  in te res t  i s  the evaluation of ai f o r  alloys i n  the t rans i t ion  

region from the l a t t i c e  a- Fe t o  the l a t t i c e  Fe3A1 (X, - 22 atomic percent A l )  . 
Here, a s  pointed out, we have the maximum heterogeneity i n  the structure of the 

a l l o y s ,  because, accordliig t o  uie Koiizorskiy-Kers-ten Yneory ( re fs .  3 and 4), TI, 

i s  proportional t o  Aai. 

occur i n  the same composition ( f ig s ,  2 and 4), which i s  a very good confirma- 

t i o n  of the theory. 

For the alloys investigated, the maxima of H, and noi 

The parameter "p" was computed from relationship (3).  A s  predicted by 

theory, i t s  magnitude does not exceed the value 0.26 oersted/gauss, and the 
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functions p(percent A l )  andXo(percent A l )  resemble each other a great deal, 

which can be explained by the very sharp variation i n  3co (compared with H, and ,& 

Figure 5 

Conclusions 

1. It has been shown tha t  f o r  ferromagnetic alloys of the system Fe-A1 

f o r  different  heat treatments,Hc i s  d i rec t ly  proportional t o  As and inversely 

proportional t o  go. 

2. The qual i ta t ive evaluation of ui has show- that  f o r  qienched and an- 

nealed alloys approximating Fe A1 i n  composition, they (as  well as Hc) vary 

l i t t l e  and the maxima of Aai and He occur i n  a l loys of ident ical  composition. 

The value of the parameter "p" i n  annealed alloys i s  greater than i n  

3 

3.  

quenched allows and does not exceed 0.26 oerstedsjgauss . 
The r e su l t s  which have been obtained are  i n  agreement with theory ( re fs .  

1, 2 and 3). 
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